
Typical Product Specifications & Properties

Dipentaerythritol
CAS Number: : 126-58-9

Specifications Limits

Density 1.33 (254 c)

Slightly Soluble in oxygenated solvs.

Ash 0.5% Max

Unknown 2.5% Max

Phthalic Color 1 - 2

Mono-Pentaerythritol Content 3.0% Max

Di-Pentaerythritol Content 89.0% Max

Composition

Melting Point 205 - 224ºC

Hydroxyl Content 38 - 40%

Moisture Content 1.0% Max

Appearance White Powder
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Specifications Limits

Tri-Pentaerythritol
Content

5.5% Max

Solubility water

Molecular weight 254.28

Chemical Structure

Chemical Structure
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