
Typical Product Specifications & Properties

Stearic Acid 153 NF
CAS Number: : 57-11-4

Specifications Limits

Stearic Acid (C18) 95% Min.

Titer,°C 67.0 - 69.0

Organic Volatile Impurities PASS

Color % Trans@ 440 nm 80 Min.

Palmitic Acid (C16) 4%

Residue on Ignition PASS

Cognis certifies the following for NF

Heavy Metals PASS

Neutral Fat or Paraffin PASS

Acid Value, mg KOH/g 193 - 199

Mineral Acidity PASS

Typical Fatty Acid Composition
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Specifications Limits

Moisture, % 0.3 Max.

Iodine Value 1.0 Max.

Saponification Value 197 - 200

Color % Trans@ 550 nm 97 Min.

Stearic Acid (C18) 96%
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