
Typical Product Specifications & Properties

Stearic Acid NF Powder
CAS Number: : 57-11-4

Specifications Limits

Iodine Value 0.3

C 16 55.2

Saponification Value 210.5

Organic Volatiles Test Passed

6565432456 6565432456

Heavy Metals; USP <231> (%) <0.1

C 18 43.8

Acid Value, mg KOH/g 208.9

C 14 Other

Color, APHA; ASTM D 1209 Max, Lovibond 5 ¼”: 0.7 Yellow , 0.1 Red

Fatty Acids (C16)

C 12 + C 14 0.2
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Specifications Limits

Neutral Fat or Paraffin Test Passed

Titer,°C 55.7

C 16 + C 18 99

Mineral Acid Test Passed
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